Pennsylvania Department of Agriculture
Bureau of Plant Industry

Lime Laboratory Tests

Date Range: 7/1/2015 to 6/30/2016

Andersons Lawn Fertilizer Division Inc - PO BOX 119 Maumee OH 43537 US

Sample ID Component Code Guaranteed Found Status
F201500013 Mg 4.00 % 2.57 % F
MgCO3 13.00 % 8.95 % F
20M 100.00 % 97.98 % F
MgO 6.00 % 4.26 % F
Total Samples Failed: 1
Total Samples Submitted: 1
Deficiency Rate: 100.00 %
Aragonite Source LLC - 1555 Bay Water Court Heathrow FL 32746 US
Sample ID Component Code Guaranteed Found Status
F201500003 Mg 0.35% 0.14 % F
MgCO3 1.20 % 0.49 % F
20M 0.00 91.30 % F
60M 0.00 33.79 % F
100M 0.00 7.88 % F
MgO 0.57 % 0.23 % F
H20 0.00 5.12 % F
Total Samples Failed: 1
Total Samples Submitted: 1
Deficiency Rate: 100.00 %
Baker Lime - 320 North Baker Road York PA 17408 US
Sample ID Component Code Guaranteed Found Status
F201500018 20M 90.00 % 84.40 % F
F201500027 60M 65.00 % 59.26 % F
100M 60.00 % 51.76 % F
F201500033 Mg 12.20 % 6.75 % F
MgO 20.00 % 11.19% F
CCE 105.60 % 97.75 % F
MgCO3 41.00 % 23.50 % F
F201500034 CCE 105.60 % 100.01 % F
F201500037 CCE 100.00 % 97.30 % F
F201500045 20M 90.00 % 87.32 % F
F201500046 CCE 105.60 % 103.37 % F
F201500049 20M 90.00 % 70.96 % F
60M 60.00 % 41.73 % F
100M 50.00 % 32.28 % F
F201500074 20M 100.00 % 0.00 F
60M 85.00 % 0.00 F
100M 75.00 % 0.00 F
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Pennsylvania Department of Agriculture
Bureau of Plant Industry

Lime Laboratory Tests

Date Range: 7/1/2015 to 6/30/2016

Baker Lime - 320 North Baker Road York PA 17408 US

Sample ID Component Code Guaranteed Found Status
ENV 95.00 % F
Total Samples Failed: 9
Total Samples Submitted: 15
Deficiency Rate: 60.00 %

Bullskin Stone and Lime, LLC - 986 Pleasant Valley Rd Mount Pleasant PA 15666-2300 US

Sample ID Component Code Guaranteed Found Status
F201500071 CCE 62.72 % 57.51 % F
H20 0.00 2.49 % F
MgCO3 5.54 % 4.84 % F
20M 54.90 % 53.30 % F
MgO 2.64 % 2.30 % F
Total Samples Failed: 1
Total Samples Submitted: 1
Deficiency Rate: 100.00 %
Carmeuse Lime - 3 Clear Spring Rd Annville PA 17003 US
Sample ID Component Code Guaranteed Found Status
Total Samples Failed: 0
Total Samples Submitted: 1
Deficiency Rate: 0.00 %
Coolspring Stone Supply Inc - PO BOX 1328 Uniontown PA 15401 US
Sample ID Component Code Guaranteed Found Status
F201500073 MgCO3 2.96 % F
20M 97.96 % 0.00 F
60M 89.95 % 0.00 F
100M 80.78 % 0.00 F
ENV 41.65 % F
CCE 45.61 % F
MgO 1.41 % F
Mg 0.85 % 0.00 F
Total Samples Failed: 1
Total Samples Submitted: 1
Deficiency Rate: 100.00 %
Espoma Co., The - 6 Espoma Rd Millville NJ 08332 US
Sample ID Component Code Guaranteed Found Status
F201500002 Ca 38.00 % 33.72% F
CaCO3 95.00 % 84.22 % F
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Pennsylvania Department of Agriculture
Bureau of Plant Industry

Lime Laboratory Tests

Date Range: 7/1/2015 to 6/30/2016

Espoma Co., The - 6 Espoma Rd Millville NJ 08332 US

Sample ID Component Code Guaranteed Found Status
CCE 91.00 % 86.66 % F
Total Samples Failed: 1
Total Samples Submitted: 1
Deficiency Rate: 100.00 %

Glenn O. Hawbaker, Inc. - 475 Naginey Rd Milroy PA 17063-9025 US

Sample ID Component Code Guaranteed Found Status
F201500044 60M 96.00 % 93.39 % F
100M 90.00 % 83.28 % F
H20 0.00 18.97 % F
Total Samples Failed: 1
Total Samples Submitted: 1
Deficiency Rate: 100.00 %

Graymont Pa Inc - 965 E College Ave Pleasant Gap PA 16823 US

Sample ID Component Code Guaranteed Found Status
F201500028 20M 90.00 % 8177 % F
MgO 52.10 % 0.88 % F
F201500060 20M 90.00 % 79.59 % F
Total Samples Failed: 2
Total Samples Submitted: 5
Deficiency Rate: 40.00 %

Harsco Metals & Minerals - Old #5 Dump Track PO Box 7408 Steelton PA 17113 US

Sample ID Component Code Guaranteed Found Status
F201500016 Mg 8.00 % 6.52 % F
CCE 100.00 % 92.23 % F
H20 0.00 12.50 % F
Total Samples Failed: 1
Total Samples Submitted: 1
Deficiency Rate: 100.00 %

Harsco Metals and Minerals - 359 N Pike Rd Sarver PA 16055-8633 US

Sample ID Component Code Guaranteed Found Status
F201500048 CaCos3 86.00 % 66.76 % F
F201500075 20M 95.00 % 0.00 F

60M 75.00 % 0.00 F
100M 60.00 % 0.00 F
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Pennsylvania Department of Agriculture
Bureau of Plant Industry

Lime Laboratory Tests

Date Range: 7/1/2015 to 6/30/2016

Harsco Metals and Minerals - 359 N Pike Rd Sarver PA 16055-8633 US

Sample ID Component Code Guaranteed Found Status
ENV 80.00 % F
Total Samples Failed: 2
Total Samples Submitted: 6
Deficiency Rate: 33.33%
HRI, Inc - 3485 W 4Th St Williamsport PA 17701-4104 US
Sample ID Component Code Guaranteed Found Status
F201500007 100M 97.80 % 95.02 % F
Total Samples Failed: 1
Total Samples Submitted: 1
Deficiency Rate: 100.00 %
Kirby Agri Inc - 500 Running Pump Road Lancaster PA 17607-6277 US
Sample ID Component Code Guaranteed Found Status
F201500001 100M 75.00 % 66.86 % F
F201500015 Mg 0.60 % 0.51 % F
CCE 92.00 % 88.88 % F
MgCO3 32.00 % 1.78 % F
F201500036 Mg 0.60 % 0.51 % F
CCE 92.00 % 89.48 % F
F201500038 CCE 100.00 % 95.29 % F
F201500043 CCE 100.00 % 96.59 % F
F201500047 100M 75.00 % 71.13 % F
Total Samples Failed: 6
Total Samples Submitted: 8
Deficiency Rate: 75.00 %
Ligonier Stone & Lime Co DBA Derry Stone & Lime Co - 117 Marcia St Latrobe PA 15650 US
Sample ID Component Code Guaranteed Found Status
Total Samples Failed: 0
Total Samples Submitted: 1
Deficiency Rate: 0.00 %
M & M Lime Co Inc - 215 Nichola Rd Worthington PA 16262 US
Sample ID Component Code Guaranteed Found Status
Total Samples Failed: 0
Total Samples Submitted: 1
Deficiency Rate: 0.00 %

Meckley's Limestone Products, - 1543 State Rt 225 Herndon PA 17830 US
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Pennsylvania Department of Agriculture
Bureau of Plant Industry

Lime Laboratory Tests

Date Range: 7/1/2015 to 6/30/2016

Sample ID Component Code Guaranteed Found Status
Total Samples Failed: 0
Total Samples Submitted: 2
Deficiency Rate: 0.00 %

Mineral Processing - 1855 Co Hwy 99 Carey OH 43316 US

Sample ID Component Code Guaranteed Found Status
Total Samples Failed: 0
Total Samples Submitted: 3
Deficiency Rate: 0.00 %

National Limestone Quarry,inc - Box 397 Middleburg PA 17842 US

Sample ID Component Code Guaranteed Found Status
Total Samples Failed: 0
Total Samples Submitted: 1
Deficiency Rate: 0.00 %

Novelty Manufacturing Co - 1330 Loop Road Lancaster PA 17601-3116 US

Sample ID Component Code Guaranteed Found Status
F201500030 100M 93.00 % 89.92 % F
Total Samples Failed: 1
Total Samples Submitted: 2
Deficiency Rate: 50.00 %

Oldcastle Lawn & Garden - Po Box 468567 Atlanta GA 31146-8567 US

Sample ID Component Code Guaranteed Found Status

F201500021 Mg 2.00 % 0.84 % F
MgCO3 7.00 % 2.92 % F

CCE 95.80 % 92.69 % F

MgO 3.30 % 1.39% F

F201500023 Mg 2.00 % 0.57 % F
MgO 3.30 % 0.95 % F

MgCO3 7.00 % 1.98 % F

F201500024 Mg 2.50 % 1.41% F
MgO 4.10 % 2.34 % F

MgCO3 8.50 % 491 % F

F201500025 Mg 2.40 % 1.26 % F
MgCO3 8.50 % 4.39 % F

MgO 4.00 % 2.09 % F

F201500039 CCE 102.00 % 96.45 % F
F201500042 Mg 2.00 % 0.45 % F
MgO 3.30 % 0.75 % F

MgCO3 7.00 % 157 % F

CCE 95.80 % 84.66 % F

F201500057 CCE 97.90 % 95.23 % F
F201500058 Mg 2.88 % 0.72 % F
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Pennsylvania Department of Agriculture
Bureau of Plant Industry

Lime Laboratory Tests

Date Range: 7/1/2015 to 6/30/2016

Oldcastle Lawn & Garden - Po Box 468567 Atlanta GA 31146-8567 US

Sample ID Component Code Guaranteed Found Status
MgCO3 10.00 % 2.51 % F
MgO 4.78 % 1.19 % F
Total Samples Failed: 8
Total Samples Submitted: 11
Deficiency Rate: 72.73 %
Organic Approach - 128 Weaver Road Lancaster PA 17603 US
Sample ID Component Code Guaranteed Found Status
F201500026 Mg 2.38 % 1.93% F
MgO 3.94 % 3.20 % F
MgCO3 8.25 % 6.72 % F
CCE 94.00 % 89.87 % F
Total Samples Failed: 1
Total Samples Submitted: 1
Deficiency Rate: 100.00 %
Rohrer's Quarry, Inc. - PO Box 365 Lititz PA 17543-0365 US
Sample ID Component Code Guaranteed Found Status
Total Samples Failed: 0
Total Samples Submitted: 1
Deficiency Rate: 0.00 %
Solu-Cal USA,LTD - P O Box 278 22 Cranberry Highway W Wareham MA 02576 US
Sample ID Component Code Guaranteed Found Status
F201500040 Ca 38.00 % 32.86 % F
CaCO3 95.00 % 82.07 % F
CCE 91.00 % 84.80 % F
H20 0.00 1.75% F
Total Samples Failed: 1
Total Samples Submitted: 1
Deficiency Rate: 100.00 %
Southern States Coop Inc - 6606 West Broad Street Richmond VA 23230 US
Sample ID Component Code Guaranteed Found Status
F201500011 CCE 91.00 % 84.70 % F
H20 0.00 1.68 % F
CaO 91.00 % 46.17 % F
Total Samples Failed: 1
Total Samples Submitted: 1
Deficiency Rate: 100.00 %
The Agronomy Center - 12039 Wm. Penn Highway Thompsontown PA 17094 US
Sample ID Component Code Guaranteed Found Status
Total Samples Failed: 0
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Pennsylvania Department of Agriculture
Bureau of Plant Industry

Lime Laboratory Tests

Date Range: 7/1/2015 to 6/30/2016

Total Samples Submitted:

2
Deficiency Rate: 0.00 %
Vulcan Construction Materials LLC - 875 Oxford Ave Hanover PA 17331-7743 US
Sample ID Component Code Guaranteed Found Status
Total Samples Failed: 0
Total Samples Submitted: 1
Deficiency Rate: 0.00 %
Western Reserve Farm Cooperative Inc - 225 E Main Street PO Box 1030 Andover OH 44003 US
Sample ID Component Code Guaranteed Found Status
Total Samples Failed: 0
Total Samples Submitted: 4
Deficiency Rate: 0.00 %
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