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60M 92.70 % 85.57 % F
100M 82.30 % 73.20 % F

20M 99.60 % 97.14 % F

MgO 0.66 % 0.27 % F
MgCO3 1.39 % 0.56 % F

F200900011 MgCO3 1.39 % 0.56 % F

Mg 0.40 % 0.16 % F
MgO 0.66 % 0.27 % F

100M 82.30 % 66.20 % F

20M 99.60 % 95.17 % F
60M 92.70 % 80.44 % F

F200900010 Mg 0.40 % 0.16 % F

Deficiency Rate: 100.00 %

Total Samples Submitted: 2

Total Samples Failed: 2

Sample ID Component Code Guaranteed Found Status

Coolspring Stone Supply Inc - PO BOX 1328 Uniontown PA 15401 US

Mg 10.00 % 4.94 % F
F200900074 Ca 21.00 % 11.42 % F

CaCO3 52.00 % 28.52 % F

CCE 93.00 % 48.99 % F
MgCO3 35.00 % 17.20 % F

Deficiency Rate: 100.00 %

Total Samples Failed: 1

Total Samples Submitted: 1

Biologic Inc - Mossy Oak - PO BOX 757 West Point MS 39773 US
Sample ID Component Code Guaranteed Found Status

F200900091 20M 100.00 % 97.25 % F
F200900071 100M 75.00 % 70.31 % F
F200900035 H2O 0.00 1.97 % F

Deficiency Rate: 21.43 %

Total Samples Failed: 3

Total Samples Submitted: 14

Baker Lime - 320 North Baker Road York PA 17408 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 2

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Allegheny Mineral Corporation - Po Box 1022 Kittanning PA 16201 US
Sample ID Component Code Guaranteed Found Status
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CaCO3 78.54 % 67.36 % F
CaO 44.00 % 37.74 % F

F200900013 Ca 31.44 % 26.97 % F
CCE 82.28 % 71.83 % F

Deficiency Rate: 100.00 %

Total Samples Failed: 1

Total Samples Submitted: 1

Greer Limestone Co - 5630 Earl L Core Rd MORGANTOWN WV 26508 US
Sample ID Component Code Guaranteed Found Status

F200900043 H2O 0.00 27.05 % F

Total Samples Failed: 1

Total Samples Submitted: 4
Deficiency Rate: 25.00 %

Sample ID Component Code Guaranteed Found Status

Graymont Pa Inc - 965 E College Ave Pleasant Gap PA 16823 US

100M 83.60 % 60.99 % F

F200900031 20M 96.20 % 83.46 % F
60M 87.70 % 66.36 % F

Total Samples Failed: 1

Total Samples Submitted: 1
Deficiency Rate: 100.00 %

Grannas Brothers Lime & Stone - Rt 866 Williamsburg PA 16693 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Espoma Company - 6 Espoma Road Millville NJ 08332 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Encap LLC - 3921 Algoma Road Green Bay WI 54311 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Eastern Industries Inc - Lewisburg - 230 Dale Quarry Rd Lewisburg PA 17837-7584 US
Sample ID Component Code Guaranteed Found Status
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F200900057 60M 98.00 % 94.58 % F

Hoopes Fertilizer Works Inc - 24104 U S Rt 30 E. Rochester OH 44625 US
Sample ID Component Code Guaranteed Found Status

F200900062 60M 82.00 % 75.76 % F
100M 68.00 % 56.88 % F

100M 68.00 % 50.26 % F

F200900028 20M 98.00 % 95.68 % F
60M 82.00 % 66.54 % F

Deficiency Rate: 100.00 %

Total Samples Failed: 2

Total Samples Submitted: 2

Harsco Minerals - 359 N Pike Rd Sarver PA 16055-8633 US
Sample ID Component Code Guaranteed Found Status

20M 100.00 % 83.40 % F
60M 97.00 % 74.22 % F
100M 95.00 % 62.85 % F

100M 95.00 % 69.44 % F
60M 97.00 % 83.36 % F

F200900014 20M 100.00 % 95.86 % F

F200900015 Mg 0.15 % 0.12 % F
MgO 0.24 % 0.20 % F

MgCO3 0.52 % 0.42 % F

Total Samples Failed: 2

Total Samples Submitted: 2
Deficiency Rate: 100.00 %

Hanson Aggregates Springfield Pike Quarry - 2200 Springfield Pike Connellsville PA 15425-9503 
US

Sample ID Component Code Guaranteed Found Status

100M 95.00 % 71.90 % F
ENV 45.00 % 34.20 % F

F200900017 20M 100.00 % 93.10 % F
60M 97.00 % 83.40 % F

20M 100.00 % 90.65 % F
F200900016 MgCO3 0.52 % 0.45 % F

100M 95.00 % 72.60 % F
60M 97.00 % 82.28 % F

Deficiency Rate: 100.00 %

Total Samples Failed: 2

Total Samples Submitted: 2

HANSON AGGREGATES RICH HILL QUARRY - 2200 Springfield Pike Connellsville PA 15425-9503 
US

Sample ID Component Code Guaranteed Found Status
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F200900038 H2O 0.00 9.29 % F

Martin Limestone, Inc. - A Division of New Enterprise Stone & Lime Co, Inc PO Box 550 Blue Ball 
PA 17506 US

Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

M & M Lime Co Inc - 215 Nichola Rd Worthington PA 16262 US
Sample ID Component Code Guaranteed Found Status

100M 50.00 % 38.76 % F
ENV 78.00 % 60.70 % F

F200900085 20M 90.00 % 75.12 % F
60M 60.00 % 49.07 % F

Deficiency Rate: 100.00 %

Total Samples Failed: 1

Total Samples Submitted: 1

Sample ID Component Code Guaranteed Found Status

LWB Refractories - 232 E Market St York PA 17403-2013 US

Total Samples Submitted: 7

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Ligonier Stone & Lime Co DBA Derry Stone & Lime Co - 117 Marcia St Latrobe PA 15650 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Imerys Marble - 100 Mansell Ct E Ste 300 Roswell GA 30076-4860 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

HRI, Inc - 3485 W 4Th St Williamsport PA 17701-4104 US
Sample ID Component Code Guaranteed Found Status

100M 93.00 % 86.82 % F

Total Samples Failed: 1

Total Samples Submitted: 1
Deficiency Rate: 100.00 %

Hoopes Fertilizer Works Inc - 24104 U S Rt 30 E. Rochester OH 44625 US
Sample ID Component Code Guaranteed Found Status
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F200900051 H2O 0.00 14.90 % F

Total Samples Failed: 1

Total Samples Submitted: 2

National Limestone Quarry,inc - Box 397 Middleburg PA 17842 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 2

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Mineral Processing - 1855 Co Hwy 99 Carey OH 43316 US
Sample ID Component Code Guaranteed Found Status

100M 50.00 % 48.70 % F
60M 60.00 % 56.00 % F

F200900027 20M 95.00 % 74.68 % F

MgCO3 4.87 % 2.51 % F
MgO 2.32 % 1.19 % F

F200900060 Mg 1.40 % 0.72 % F

MgO 2.32 % 0.99 % F

F200900026 Mg 1.40 % 0.60 % F
MgCO3 4.87 % 2.09 % F

CCE 100.70 % 95.12 % F

Total Samples Submitted: 6
Deficiency Rate: 50.00 %

Total Samples Failed: 3

Mercer Lime Company - 560 Branchton Rd Slippery Rock PA 16057 US
Sample ID Component Code Guaranteed Found Status

CaCO3 57.44 % 48.35 % F
CCE 61.58 % 57.10 % F

F200900021 Ca 23.00 % 19.36 % F
CaO 32.18 % 27.09 % F

F200900050 20M 97.00 % 91.16 % F

Deficiency Rate: 50.00 %

Total Samples Failed: 2

Total Samples Submitted: 4

Meckley's Limestone Products, - 1543 State Rt 225 Herndon PA 17830 US
Sample ID Component Code Guaranteed Found Status

F200900054 20M 90.00 % 83.68 % F

Total Samples Failed: 2

Total Samples Submitted: 3
Deficiency Rate: 66.67 %

Martin Limestone, Inc. - A Division of New Enterprise Stone & Lime Co, Inc PO Box 550 Blue Ball 
PA 17506 US

Sample ID Component Code Guaranteed Found Status
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F200900088 Ca 29.00 % 25.64 % F

Rohrer's Quarry, Inc. - Po Box 365 Lititz PA 17543-0365 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

P Stone Inc - 1430 Route 880 Hwy PO Box 254 Jersey Shore PA 17740 US
Sample ID Component Code Guaranteed Found Status

60M 88.00 % 83.10 % F
100M 80.00 % 76.48 % F

MgO 5.20 % 3.65 % F
MgCO3 11.00 % 7.66 % F

100M 82.00 % 72.17 % F
F200900084 20M 99.00 % 96.24 % F

F200900083 20M 100.00 % 97.60 % F
60M 85.00 % 80.46 % F

F200900073 Mg 3.10 % 2.20 % F

60M 88.00 % 67.71 % F
F200900018 20M 100.00 % 97.14 % F

100M 80.00 % 58.08 % F

F200900053 20M 99.00 % 95.80 % F
F200900022 100M 80.00 % 71.76 % F

Total Samples Submitted: 9
Deficiency Rate: 66.67 %

Total Samples Failed: 6

Oldcastle Lawn & Garden - Po Box 501418 Atlanta GA 31150-1418 US
Sample ID Component Code Guaranteed Found Status

100M 80.00 % 73.89 % F
F200900077 60M 88.00 % 79.84 % F

100M 80.00 % 71.72 % F
60M 88.00 % 77.82 % F

F200900075 Mg 3.10 % 2.18 % F
MgO 5.20 % 3.61 % F

MgCO3 11.00 % 7.59 % F

Deficiency Rate: 66.67 %

Total Samples Failed: 2

Total Samples Submitted: 3

OLD CASTLE - Po Box 468567 Atlanta GA 31146-8567 US
Sample ID Component Code Guaranteed Found Status

Deficiency Rate: 50.00 %
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Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Stuart M Perry - 426 Quarry Rd Berryville VA 22611-4204 US
Sample ID Component Code Guaranteed Found Status

20M 100.00 % 97.24 % F
F200900090 MgCO3 11.00 % 9.47 % F

60M 88.00 % 78.64 % F

MgO 5.20 % 4.51 % F
Mg 3.10 % 2.72 % F

100M 80.00 % 72.58 % F

Total Samples Failed: 1

Total Samples Submitted: 1
Deficiency Rate: 100.00 %

Sample ID Component Code Guaranteed Found Status

Southern States Coop Inc - Po Box 26234 Richmond VA 23260-6234 US

100M 80.00 % 69.59 % F
F200900064 MgCO3 11.00 % 9.85 % F

60M 88.00 % 77.24 % F

MgO 5.14 % 4.19 % F
F200900023 Mg 3.10 % 2.53 % F

F200900081 Mg 3.10 % 2.62 % F

MgCO3 10.79 % 8.81 % F

100M 80.00 % 71.10 % F

MgCO3 11.00 % 9.12 % F
MgO 5.20 % 4.34 % F

60M 88.00 % 77.46 % F

20M 100.00 % 97.28 % F
60M 88.00 % 76.32 % F
100M 80.00 % 70.14 % F

Total Samples Submitted: 3

Total Samples Failed: 3

Deficiency Rate: 100.00 %

Southern States Coop Inc - 6606 West Broad Street Richmond VA 23230 US
Sample ID Component Code Guaranteed Found Status

CaO 41.00 % 35.88 % F

Total Samples Failed: 1

Total Samples Submitted: 1
Deficiency Rate: 100.00 %

Rohrer's Quarry, Inc. - Po Box 365 Lititz PA 17543-0365 US
Sample ID Component Code Guaranteed Found Status
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100M 50.00 % 44.20 % F
F200900063 60M 55.00 % 48.80 % F

100M 45.00 % 36.15 % F

F200900029 60M 60.00 % 57.82 % F

Deficiency Rate: 100.00 %

Total Samples Submitted: 2

Total Samples Failed: 2

Winfield Lime & Stone Co Inc - 1295 Winfield Road Cabot PA 16023 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

White Rock Quarry, Llc - 3800 Bolander Rd Clay Center OH 43408-0119 US
Sample ID Component Code Guaranteed Found Status

Total Samples Failed: 0

Total Samples Submitted: 1
Deficiency Rate: 0.00 %

Western Reserve Farm Cooperative Inc - 225 E Main Street PO Box 1030 Andover OH 44003 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Western Reserve Farm Coop - PO BOX 339 Middlefield OH 44062 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 2

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Vulcan Construction Materials LP - 875 Oxford Ave Hanover PA 17331-7743 US
Sample ID Component Code Guaranteed Found Status


