
Lime Laboratory Samples
Date Range 7/1/2004 through 6/30/2005

AGRONOMY INC - LM000003

SampleID Component Code Guaranteed Found Status
Total Samples Failed:  0

Total Samples Submitted:  1

Deficiency Rate:        0%

ALLEGHENY MINERAL CORPORATION - LM000294

SampleID Component Code Guaranteed Found Status
Total Samples Failed:  0

Total Samples Submitted:  2

Deficiency Rate:        0%

BAKER LIME - LM000267

SampleID Component Code Guaranteed Found Status
CCE  105.60  103.47 FF200400006
MOIST (F)  0.94 FF200400006
CCE  105.60  103.40 FF200400051
CCE  105.60  100.73 FF200400066
MG  12.10  9.57 FF200400076
CCE  105.60  101.44 FF200400101

Total Samples Failed:  5

Total Samples Submitted:  18

Deficiency Rate:   27.78%

CARMEUSE LIME INC - LM000176

SampleID Component Code Guaranteed Found Status
Total Samples Failed:  0

Total Samples Submitted:  1

Deficiency Rate:        0%

EASTERN INDUSTRIES INC - LM000289

SampleID Component Code Guaranteed Found Status
MG  1.20  0.81 FF200400019
MG  1.20  0.90 FF200400065
MgCO3  4.00  3.13 FF200400065
MgO  1.90  1.49 FF200400065

Total Samples Failed:  2

Total Samples Submitted:  3

Deficiency Rate:   66.67%

EJB PAVING & MATERIALS, CO - LM000013

SampleID Component Code Guaranteed Found Status
Total Samples Failed:  0

Total Samples Submitted:  2

Deficiency Rate:        0%

ESPOMA COMPANY - LM000121

SampleID Component Code Guaranteed Found Status
100 Mesh  80.00  57.43 FF200400002
20 Mesh  100.00  79.83 FF200400002
60 Mesh  88.00  63.56 FF200400002
CCE  100.00  88.25 FF200400002
ENV  91.00  60.75 FF200400002
MG  10.00  6.20 FF200400002

1



Lime Laboratory Samples
Date Range 7/1/2004 through 6/30/2005

MgCO3  35.00  21.57 FF200400002
MgO  17.00  10.27 FF200400002
100 Mesh  99.80  96.42 FF200400003
MG  20.40  0.79 FF200400003
MgO  32.00  1.31 FF200400003

Total Samples Failed:  2

Total Samples Submitted:  2

Deficiency Rate:   100.00%

GLOBAL STONE JAMES RIVER - LM000037

SampleID Component Code Guaranteed Found Status
CCE  97.60  89.80 FF200400048

Total Samples Failed:  1

Total Samples Submitted:  3

Deficiency Rate:   33.33%

GOOD EARTH/DBA HOFFMAN INC - FT003934

SampleID Component Code Guaranteed Found Status
60 Mesh  99.70  99.97 FF200400001

Total Samples Failed:  1

Total Samples Submitted:  1

Deficiency Rate:   100.00%

GRAYMONT PA INC - LM000082

SampleID Component Code Guaranteed Found Status
20 Mesh  90.00  85.56 FF200400071

Total Samples Failed:  1

Total Samples Submitted:  2

Deficiency Rate:   50.00%

GREER LIME COMPANY - LM000028

SampleID Component Code Guaranteed Found Status
CCE  84.00  81.07 FF200400013
100 Mesh  56.00  43.53 FF200400107
20 Mesh  95.00  84.20 FF200400107
60 Mesh  69.00  54.30 FF200400107
ENV  64.00  53.62 FF200400107
20 Mesh  95.00  86.29 FF200400138

Total Samples Failed:  3

Total Samples Submitted:  3

Deficiency Rate:   100.00%

GROWMARK INC - FT004901

SampleID Component Code Guaranteed Found Status
60 Mesh  93.00  88.05 FF200400117

Total Samples Failed:  1

Total Samples Submitted:  1

Deficiency Rate:   100.00%

GROWMARK INC - LM000287

SampleID Component Code Guaranteed Found Status
20 Mesh  99.00  95.07 FF200400136
60 Mesh  93.00  87.38 FF200400136
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Lime Laboratory Samples
Date Range 7/1/2004 through 6/30/2005

Total Samples Failed:  1

Total Samples Submitted:  1

Deficiency Rate:   100.00%

HANSON AGGREGATES - LM000154

SampleID Component Code Guaranteed Found Status
Total Samples Failed:  0

Total Samples Submitted:  1

Deficiency Rate:        0%

HANSON AGGREGATES MIDWEST INC - LM000065

SampleID Component Code Guaranteed Found Status
Total Samples Failed:  0

Total Samples Submitted:  1

Deficiency Rate:        0%

HANSON AGGREGATES PENNA - LM000041

SampleID Component Code Guaranteed Found Status
Total Samples Failed:  0

Total Samples Submitted:  1

Deficiency Rate:        0%

HIGHWAY MATERIALS INC - LM000212

SampleID Component Code Guaranteed Found Status
Total Samples Failed:  0

Total Samples Submitted:  2

Deficiency Rate:        0%

KIRBY AGRI INC - LM000138

SampleID Component Code Guaranteed Found Status
Total Samples Failed:  0

Total Samples Submitted:  3

Deficiency Rate:        0%

M & M LIME CO INC - LM000042

SampleID Component Code Guaranteed Found Status
Total Samples Failed:  0

Total Samples Submitted:  2

Deficiency Rate:        0%

MARTIN LIMESTONE, INC. - LM000047

SampleID Component Code Guaranteed Found Status
20 Mesh  90.00  80.07 FF200400054
CCE  103.50  100.48 FF200400054
MOIST (F)  4.74 FF200400054
CCE  103.50  97.44 FF200400083
MOIST (F)  10.62 FF200400083

Total Samples Failed:  2

Total Samples Submitted:  2

Deficiency Rate:   100.00%

MECKLEY'S LIMESTONE PRODUCTS, - LM000048

SampleID Component Code Guaranteed Found Status
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Lime Laboratory Samples
Date Range 7/1/2004 through 6/30/2005

20 Mesh  98.00  89.30 FF200400058
60 Mesh  60.00  53.89 FF200400058
CCE  68.00  64.87 FF200400058
ENV  49.00  42.97 FF200400058
20 Mesh  99.00  93.43 FF200400063
CA (F)  34.00  25.67 FF200400063
CaCO3  83.00  64.11 FF200400063
CaO  47.00  35.92 FF200400063
CCE  92.00  78.08 FF200400063
ENV  73.00  62.26 FF200400063
CA (F)  26.00  22.26 FF200400069
CaCO3  64.00  55.59 FF200400069
CaO  36.00  31.14 FF200400069
MOIST (F)  7.79 FF200400098
20 Mesh  98.00  93.71 FF200400113
CCE  68.00  61.60 FF200400113
MOIST (F)  7.01 FF200400114
MOIST (F)  9.70 FF200400124
CCE  68.00  64.15 FF200400125

Total Samples Failed:  8

Total Samples Submitted:  9

Deficiency Rate:   88.89%

MERCER LIME AND STONE CO. - LM000050

SampleID Component Code Guaranteed Found Status
CaO  70.00  25.97 FF200400038
MG  1.40  0.62 FF200400095

Total Samples Failed:  2

Total Samples Submitted:  7

Deficiency Rate:   28.57%

MINERAL PROCESSING - LM000217

SampleID Component Code Guaranteed Found Status
Total Samples Failed:  0

Total Samples Submitted:  10

Deficiency Rate:        0%

NATIONAL LIME & STONE CO. - LM000053

SampleID Component Code Guaranteed Found Status
Total Samples Failed:  0

Total Samples Submitted:  2

Deficiency Rate:        0%

NATIONAL LIMESTONE QUARRY,INC - LM000054

SampleID Component Code Guaranteed Found Status
Total Samples Failed:  0

Total Samples Submitted:  2

Deficiency Rate:        0%

NEW ENTERPRISE STONE & LIME - LM000055

SampleID Component Code Guaranteed Found Status
CaCO3  91.00  74.55 FF200400042
CaO  47.00  41.77 FF200400042
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Lime Laboratory Samples
Date Range 7/1/2004 through 6/30/2005

Total Samples Failed:  1

Total Samples Submitted:  1

Deficiency Rate:   100.00%

OLDCASTLE STONE PRODUCTS - LM000271

SampleID Component Code Guaranteed Found Status
100 Mesh  91.00  81.32 FF200400077
60 Mesh  95.00  93.07 FF200400077
CA (F)  34.83  29.31 FF200400081
CCE  97.12  89.64 FF200400081
CCE  97.12  91.20 FF200400086
100 Mesh  40.00  24.63 FF200400119
20 Mesh  92.00  88.42 FF200400119
60 Mesh  50.00  31.21 FF200400119
ENV  65.69  54.27 FF200400119
100 Mesh  72.00  67.37 FF200400131
60 Mesh  85.00  77.09 FF200400131
MG  3.61  2.33 FF200400146
MgCO3  12.50  8.11 FF200400146
MgO  5.98  3.86 FF200400146

Total Samples Failed:  6

Total Samples Submitted:  20

Deficiency Rate:   30.00%

P STONE INC - LM000059

SampleID Component Code Guaranteed Found Status
CCE  90.00  80.84 FF200400104

Total Samples Failed:  1

Total Samples Submitted:  2

Deficiency Rate:   50.00%

RECMIX OF PA INC - LM000198

SampleID Component Code Guaranteed Found Status
CCE  95.80  93.11 FF200400015

Total Samples Failed:  1

Total Samples Submitted:  1

Deficiency Rate:   100.00%

RECMIX OF PA INC - LM000200

SampleID Component Code Guaranteed Found Status
CCE  95.80  89.80 FF200400028

Total Samples Failed:  1

Total Samples Submitted:  2

Deficiency Rate:   50.00%

SOUTHERN STATES COOP INC - LM000285

SampleID Component Code Guaranteed Found Status
100 Mesh  80.00  68.63 FF200400134
60 Mesh  88.00  76.44 FF200400134
CCE  97.12  94.42 FF200400134
100 Mesh  80.00  77.33 FF200400144
60 Mesh  88.00  85.30 FF200400144

Total Samples Failed:  2

Total Samples Submitted:  3
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Lime Laboratory Samples
Date Range 7/1/2004 through 6/30/2005

Deficiency Rate:   66.67%

VULCAN CONST MATERIALS LP - LM000256

SampleID Component Code Guaranteed Found Status
CA (F)  36.00  23.61 FF200400112
CaCO3  91.00  58.97 FF200400112
CaO  51.00  33.04 FF200400112

Total Samples Failed:  1

Total Samples Submitted:  7

Deficiency Rate:   14.29%

WESTERN RESERVE FARM COOP - LM000270

SampleID Component Code Guaranteed Found Status
Total Samples Failed:  0

Total Samples Submitted:  4

Deficiency Rate:        0%

WINFIELD LIME & STONE CO INC - LM000079

SampleID Component Code Guaranteed Found Status
100 Mesh  50.00  47.00 FF200400031
100 Mesh  50.00  41.50 FF200400091
60 Mesh  60.00  54.47 FF200400091
100 Mesh  50.00  44.02 FF200400116
60 Mesh  60.00  56.62 FF200400116
MgO  1.30  0.76 FF200400116

Total Samples Failed:  3

Total Samples Submitted:  3

Deficiency Rate:   100.00%
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