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Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Encap LLC - 3921 Algoma Rd Green Bay WI 54311 US
Sample ID Component Code Guaranteed Found Status

MgO 1.32 0.99 F
Mg 0.80 0.60 F

F200600056 MgCO3 2.78 2.09 F

Deficiency Rate: 33.33 %

Total Samples Failed: 1

Total Samples Submitted: 3

Sample ID Component Code Guaranteed Found Status

Eastern Industries Inc - Lewisburg - 230 Dale Quarry Rd Lewisburg PA 17837-7584 US

F200600016 MG 0.80 0.56 F
F200600015 MG 0.80 0.57 F

Total Samples Failed: 2

Deficiency Rate: 100.00 %

Total Samples Submitted: 2

Eastern Industries Inc - HQ - 4401 Camp Meeting Suite 200 Center Valley PA 18034 US
Sample ID Component Code Guaranteed Found Status

F200600047 CCE 105.60 102.77 F

Total Samples Failed: 1

Deficiency Rate: 16.67 %

Total Samples Submitted: 6

Baker Lime - 320 North Baker Road York PA 17404 US
Sample ID Component Code Guaranteed Found Status

MgO 0.50 0.43 F

MgCO3 1.05 0.91 F
CCE 89.60 83.20 F

F200600023 CCE 89.60 81.97 F
F200600035 CCE 89.60 81.47 F
F200600040 Mg 0.30 0.26 F

Deficiency Rate: 60.00 %

Total Samples Failed: 3

Total Samples Submitted: 5

Allegheny Mineral Corporation - Po Box 1022 Kittanning PA 16201 US
Sample ID Component Code Guaranteed Found Status
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60 Mesh 93.00 84.47 F
F200600002 20 Mesh 99.00 90.88 F

Growmark Inc - 1701 Towanda Avenue Bloomington IL 61701 US
Sample ID Component Code Guaranteed Found Status

F200600062 CCE 84.34 77.23 F

Total Samples Failed: 1

Deficiency Rate: 50.00 %

Total Samples Submitted: 2

Greer Lime Company - Po Box 1900 Morgantown WV 26507-1900 US
Sample ID Component Code Guaranteed Found Status

H2O 0.00 17.69 F
F200600064 20M 90.00 78.32 F

F200600046 H2O 0.00 18.10 F
F200600048 20M 90.00 82.10 F

Deficiency Rate: 100.00 %

Total Samples Failed: 3

Total Samples Submitted: 3

Graymont Pa Inc - 965 E College Ave Pleasant Gap PA 16823 US
Sample ID Component Code Guaranteed Found Status

Total Samples Failed: 0

Total Samples Submitted: 1
Deficiency Rate: 0.00 %

Graymont Dolime (oh) Inc - Po Box 158 Genoa OH 43430 US
Sample ID Component Code Guaranteed Found Status

CCE 90.00 85.62 F
ENV 85.00 72.52 F

CA (F) 27.00 23.71 F

F200600003 100 Mesh 75.00 67.06 F
60 Mesh 90.00 80.83 F

F200600011 100 Mesh 68.00 42.66 F
60 Mesh 82.00 53.38 F

Deficiency Rate: 33.33 %

Total Samples Failed: 2

Total Samples Submitted: 6

Excell minerals/Recmix - 359 N Pike Road Sarver PA 16055 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 2

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Excell Minerals - 357 North pike Rd Sarver PA 16055 US
Sample ID Component Code Guaranteed Found Status
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F200600029 CCE 89.00 84.40 F
F200600022 CCE 89.00 82.56 F

Total Samples Failed: 2

Deficiency Rate: 50.00 %

Total Samples Submitted: 4

M & M Lime Co Inc - 215 Nichola Rd Worthington PA 16262 US
Sample ID Component Code Guaranteed Found Status

MgCO3 2.73 1.11 F
MgO 1.30 0.53 F

F200600066 Mg 0.78 0.32 F

100M 72.00 66.62 F
60M 90.00 86.47 F
20M 98.00 91.67 F

Deficiency Rate: 100.00 %

Total Samples Failed: 1

Total Samples Submitted: 1

Sample ID Component Code Guaranteed Found Status

Lafarge Mid-atlantic - 300 E Joppa Road Towson MD 21286 US

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Sample ID Component Code Guaranteed Found Status

Kirby Agri Inc - Running Pump Rd P O Box 6277 Lancaster PA 17607-6277 US

Total Samples Submitted: 2

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Hanson Aggregates Penna - 503 Quarry Road Jersey Shore PA 17740 US
Sample ID Component Code Guaranteed Found Status

F200600076 CaCO3 89.91 79.07 F
Ca 36.00 31.66 F

CaO 50.30 44.80 F

F200600071 Ca 36.00 32.02 F
CaCO3 90.00 79.97 F

CCE 91.15 87.07 F
CaO 50.37 44.30 F

Deficiency Rate: 100.00 %

Total Samples Failed: 3

Total Samples Submitted: 3

Growmark Inc - 1701 Towanda Avenue Bloomington IL 61701 US
Sample ID Component Code Guaranteed Found Status



Date Range: 7/1/2006 to 6/30/2007

Bureau of Plant Industry
Pennsylvania Department of Agriculture

Lime Laboratory Tests

8/18/2008 Page 4 of 7

Total Samples Submitted: 2

Total Samples Failed: 0

Deficiency Rate: 0.00 %

National Lime & Stone Co. - Po Box 120 Findlay OH 45839 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 4

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Mineral Processing - 1855 Co Hwy 99 Carey OH 43316 US
Sample ID Component Code Guaranteed Found Status

MgCO3 4.87 2.37 F
MgO 2.32 1.13 F

CCE 125.00 113.11 F
F200600018 MG 1.40 0.68 F
F200600032 Ca 50.00 44.34 F

CaO 70.00 62.03 F

F200600005 CCE 125.00 118.04 F
F200600006 MG 1.40 0.70 F
F200600017 CA (F) 50.00 44.34 F

CaO 70.00 62.04 F

F200600033 Mg 1.40 0.69 F
F200600082 Mg 1.40 0.68 F

CCE 125.00 113.19 F

Total Samples Failed: 7

Deficiency Rate: 58.33 %

Total Samples Submitted: 12

Mercer Lime And Stone Co. - 560 Branchton Rd Slippery Rock PA 16057 US
Sample ID Component Code Guaranteed Found Status

MgCO3 11.49 9.68 F
MgO 5.47 4.61 F

F200600028 CCE 103.50 100.99 F
F200600053 Mg 3.30 2.78 F

Deficiency Rate: 100.00 %

Total Samples Failed: 2

Total Samples Submitted: 2

Martin Limestone, Inc. - Po Box 550 Blue Ball PA 17506 US
Sample ID Component Code Guaranteed Found Status
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F200600084 CCE 103.53 99.19 F

Total Samples Failed: 1

Total Samples Submitted: 1
Deficiency Rate: 100.00 %

Peters Chemical Co. - Po Box 193 Hawthorne NJ 07507 US
Sample ID Component Code Guaranteed Found Status

20M 90.00 75.88 F
CCE 84.90 77.65 F

F200600044 ENV 52.64 46.92 F

Total Samples Failed: 1

Deficiency Rate: 50.00 %

Total Samples Submitted: 2

Sample ID Component Code Guaranteed Found Status

P Stone Inc - 1430 Route 880 Hwy PO Box 254 Jersey Shore PA 17740 US

F200600036 Ca 34.00 30.44 F
CaCO3 85.00 76.03 F

20 Mesh 100.00 97.73 F
60 Mesh 93.00 64.39 F

CCE 96.00 91.32 F

F200600079 60M 93.00 72.50 F
CaO 47.60 42.59 F

F200600012 100 Mesh 82.00 57.93 F

100M 82.00 64.81 F

Total Samples Submitted: 5

Total Samples Failed: 3

Deficiency Rate: 60.00 %

Oldcastle Stone/Lawn & Garden - 375 Northridge Rd Suite 250 PO Box 501418 Atlantic GA 30350 
US

Sample ID Component Code Guaranteed Found Status

100M 82.00 72.35 F
F200600073 60M 93.00 77.58 F

Total Samples Failed: 1

Deficiency Rate: 100.00 %

Total Samples Submitted: 1

Oldcastle Stone Products - 1301 Shiloh Rd Nw Kennesaw GA 30144-7147 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

National Limestone Quarry,inc - Box 397 Middleburg PA 17842 US
Sample ID Component Code Guaranteed Found Status
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CaO 51.00 44.98 F
F200600060 20M 95.00 90.15 F

F200600013 CA (F) 36.00 32.15 F
CaCO3 91.00 80.29 F

60M 90.00 83.67 F

Deficiency Rate: 50.00 %

Total Samples Failed: 2

Total Samples Submitted: 4

Vulcan Const Materials Lp - Po Box 468 Hanover PA 17331 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Sample ID Component Code Guaranteed Found Status

Stuart M Perry - 426 Quarry Rd Berryville VA 22611-4204 US

CaCO3 87.00 75.63 F

F200600042 Ca 34.83 30.28 F
CCE 97.12 85.90 F
CaO 48.75 42.37 F

Total Samples Failed: 1

Total Samples Submitted: 1
Deficiency Rate: 100.00 %

Southern States Coop Inc - 6606 West Broad Street PO BOX 26234 Richmond VA 23230 US
Sample ID Component Code Guaranteed Found Status

100M 80.00 71.30 F
ENV 86.24 72.14 F

60M 88.00 79.34 F

F200600070 Ca 34.83 29.93 F
CaO 48.75 41.88 F

CCE 97.12 83.91 F
CaCO3 87.00 74.75 F

Deficiency Rate: 100.00 %

Total Samples Failed: 1

Total Samples Submitted: 1

Southern States Co Op - 1 Commerce St Taneytown MD 21787 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Rohrer's Quarry, Inc. - Po Box 365 Lititz PA 17543 US
Sample ID Component Code Guaranteed Found Status
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F200600010 100 Mesh 50.00 44.44 F

F200600030 60M 60.00 51.48 F
100M 50.00 40.73 F

60 Mesh 60.00 51.49 F
F200600021 100 Mesh 50.00 38.20 F

60 Mesh 60.00 57.15 F

100M 50.00 43.05 F
F200600086 60M 60.00 56.23 F

Deficiency Rate: 100.00 %

Total Samples Failed: 4

Total Samples Submitted: 4

Winfield Lime & Stone Co Inc - 1295 Winfield Road Cabot PA 16023 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 5

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Western Reserve Farm Coop - PO BOX 339 Attn;  Cindy Robinson Middlefield OH 44062 US
Sample ID Component Code Guaranteed Found Status


