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60M 85.00 % 38.91 % F
100M 75.00 % 29.85 % F
ENV 94.00 % 50.84 % F

100M 75.00 % 32.61 % F
ENV 95.00 % 55.74 % F

F201300004 20M 100.00 % 67.66 % F

60M 85.00 % 44.97 % F
100M 75.00 % 34.95 % F
ENV 95.00 % 55.97 % F

F201300011 CCE 100.00 % 97.70 % F
F201300018 CCE 105.60 % 101.90 % F
F201300040 20M 100.00 % 72.41 % F

F201300002 20M 100.00 % 72.17 % F
60M 85.00 % 43.23 % F

Total Samples Submitted: 7

Total Samples Failed: 5

Deficiency Rate: 71.43 %

Baker Lime - 320 North Baker Road York PA 17408 US
Sample ID Component Code Guaranteed Found Status

F201300048 MgO 32.00 % 1.24 % F

Deficiency Rate: 100.00 %

Total Samples Submitted: 1

Total Samples Failed: 1

Bailey Nurseries Inc. - 1325 Bailey Rd St Paul MN 55119 US
Sample ID Component Code Guaranteed Found Status

MgCO3 1.20 % 0.63 % F
MgO 0.57 % 0.30 % F

F201300012 Mg 0.35 % 0.18 % F

Total Samples Failed: 1

Deficiency Rate: 100.00 %

Total Samples Submitted: 1

Aragonite Source LLC - 1555 Bay Water Court Heathrow FL 32746 US
Sample ID Component Code Guaranteed Found Status

F201300031 20M 100.00 % 95.34 % F

Total Samples Failed: 1

Total Samples Submitted: 1
Deficiency Rate: 100.00 %

Andersons, The Inc. - 101 Agrico Lane Seymour IN 47274 US
Sample ID Component Code Guaranteed Found Status
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F201300059 CCE 100.00 % 96.80 % F

Total Samples Failed: 1

Growmark FS, LLC D/B/A Codorus Fertilizer Service - 4 Kraft Mill Rd Po Box 220 Codorus PA 
17311 US

Sample ID Component Code Guaranteed Found Status

CCE 94.60 % 0.00 F
F201300010 ENV 82.87 % 0.00 F

Total Samples Failed: 1

Deficiency Rate: 100.00 %

Total Samples Submitted: 1

Gro Tec INC - Po Box 290 Madison GA 30650 US
Sample ID Component Code Guaranteed Found Status

60M 70.00 % 65.72 % F
F201300020 20M 90.00 % 73.68 % F

F201300057 20M 90.00 % 65.73 % F

100M 60.00 % 55.43 % F
60M 70.00 % 58.54 % F

Total Samples Submitted: 2

Total Samples Failed: 2

Deficiency Rate: 100.00 %

Sample ID Component Code Guaranteed Found Status

Graymont Pa Inc - 965 E College Ave Pleasant Gap PA 16823 US

H2O 0.00 1.36 % F

F201300001 20M 100.00 % 97.41 % F

100M 99.00 % 96.26 % F

F201300023 CCE 131.70 % 124.34 % F

Deficiency Rate: 100.00 %

Total Samples Failed: 2

Total Samples Submitted: 2

Good Earth/dba/Hoffman,A H - Po Box 290 Lancaster NY 14086 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 2

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Encap LLC - 3921 Algoma Road Green Bay WI 54311 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Bricker's Choice - 5849 Front St PO Box 174 Marion PA 17235 US
Sample ID Component Code Guaranteed Found Status
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Mg 1.00 % 0.89 % F
F201300008 Ca 23.00 % 19.50 % F

Meckley's Limestone Products, - 1543 State Rt 225 Herndon PA 17830 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Martin Limestone, Inc. - A Division of New Enterprise Stone & Lime Co, Inc PO Box 550 Blue Ball 
PA 17506 US

Sample ID Component Code Guaranteed Found Status

F201300060 CCE 100.00 % 97.75 % F

Total Samples Failed: 1

Total Samples Submitted: 1
Deficiency Rate: 100.00 %

Magnesita - 425 S Salem Church Rd York PA 17408-5955 US
Sample ID Component Code Guaranteed Found Status

F201300034 CCE 92.00 % 89.27 % F
F201300019 H2O 0.00 1.95 % F

Deficiency Rate: 66.67 %

Total Samples Failed: 2

Total Samples Submitted: 3

Kirby Agri Inc - 500 Running Pump Road Lancaster PA 17607-6277 US
Sample ID Component Code Guaranteed Found Status

CCE 70.85 % 67.74 % F
F201300006 100M 97.80 % 92.68 % F

Total Samples Failed: 1

Deficiency Rate: 100.00 %

Total Samples Submitted: 1

HRI, Inc - 3485 W 4Th St Williamsport PA 17701-4104 US
Sample ID Component Code Guaranteed Found Status

100M 65.00 % 38.61 % F
ENV 71.00 % 59.66 % F

F201300022 20M 95.00 % 85.65 % F
60M 78.00 % 56.20 % F

Deficiency Rate: 100.00 %

Total Samples Failed: 1

Total Samples Submitted: 1

Harsco Metals and Minerals - 359 N Pike Rd Sarver PA 16055-8633 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1
Deficiency Rate: 100.00 %
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MgCO3 4.50 % 1.98 % F
MgO 2.20 % 0.95 % F

F201300039 Mg 1.30 % 0.57 % F

Oldcastle Industrial Mineral - 550 S Biesecker Rd Thomasville PA 17364-9699 US
Sample ID Component Code Guaranteed Found Status

F201300017 Mg 3.00 % 1.65 % F
CCE 87.00 % 79.29 % F

F201300015 Mg 2.30 % 1.50 % F
F201300016 H2O 0.00 17.14 % F

Deficiency Rate: 100.00 %

Total Samples Failed: 3

Total Samples Submitted: 3

Nolt Spreading LLC - 155 E Wood Corner Rd Lititz PA 17543 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Sample ID Component Code Guaranteed Found Status

National Limestone Quarry,inc - Box 397 Middleburg PA 17842 US

F201300026 20M 100.00 % 97.60 % F

Total Samples Failed: 1

Deficiency Rate: 100.00 %

Total Samples Submitted: 1

Mineral Processing Co. - 12637 N 800 E Fairmount IL 61841 US
Sample ID Component Code Guaranteed Found Status

MgCO3 41.76 % 36.87 % F
MgO 19.92 % 17.56 % F

F201300037 Mg 12.00 % 10.59 % F

Deficiency Rate: 50.00 %

Total Samples Failed: 1

Total Samples Submitted: 2

Mineral Processing - 1855 Co Hwy 99 Carey OH 43316 US
Sample ID Component Code Guaranteed Found Status

CCE 62.00 % 52.39 % F
ENV 45.00 % 33.83 % F
20M 97.00 % 92.55 % F

Total Samples Failed: 1

Deficiency Rate: 50.00 %

Total Samples Submitted: 2

Meckley's Limestone Products, - 1543 State Rt 225 Herndon PA 17830 US
Sample ID Component Code Guaranteed Found Status
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F201300024 Mg 3.60 % 2.13 % F

Rohrer's Quarry, Inc. - PO Box 365 Lititz PA 17543-0365 US
Sample ID Component Code Guaranteed Found Status

Mg 20.00 % 11.61 % F
F201300003 Ca 30.00 % 20.10 % F

Deficiency Rate: 100.00 %

Total Samples Failed: 1

Total Samples Submitted: 1

Sample ID Component Code Guaranteed Found Status

Peters Chemical Co. - Po Box 193 Hawthorne NJ 07507 US

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Total Samples Submitted: 1

P Stone Inc - 1430 Route 880 Hwy PO Box 254 Jersey Shore PA 17740 US
Sample ID Component Code Guaranteed Found Status

MgO 4.00 % 2.62 % F

F201300033 60M 88.00 % 81.29 % F

CCE 97.90 % 92.51 % F
F201300051 Mg 2.40 % 1.58 % F

MgCO3 8.50 % 5.50 % F

F201300049 Ca 36.80 % 31.68 % F
CaO 51.50 % 44.33 % F

CaCO3 92.00 % 79.12 % F

100M 80.00 % 60.46 % F

CaO 51.50 % 46.06 % F
CaCO3 92.00 % 82.22 % F

F201300044 CCE 102.00 % 98.11 % F

CCE 97.10 % 94.01 % F
F201300053 CCE 97.90 % 88.27 % F

Ca 36.80 % 32.92 % F

Total Samples Submitted: 12

Total Samples Failed: 5

Deficiency Rate: 41.67 %

Oldcastle Lawn & Garden - Po Box 468567 Atlanta GA 31146-8567 US
Sample ID Component Code Guaranteed Found Status

CCE 100.20 % 98.02 % F
ENV 99.60 % 0.00 F

Total Samples Failed: 1

Deficiency Rate: 100.00 %

Total Samples Submitted: 1

Oldcastle Industrial Mineral - 550 S Biesecker Rd Thomasville PA 17364-9699 US
Sample ID Component Code Guaranteed Found Status
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Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Western Reserve Farm Cooperative Inc - 225 E Main Street PO Box 1030 Andover OH 44003 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 2

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Vulcan Construction Materials LP - 875 Oxford Ave Hanover PA 17331-7743 US
Sample ID Component Code Guaranteed Found Status

MgO 5.20 % 3.08 % F
60M 88.00 % 83.87 % F

F201300035 MgCO3 11.00 % 6.48 % F
Mg 3.10 % 1.86 % F

MgO 5.20 % 2.95 % F
MgCO3 11.00 % 6.20 % F

100M 80.00 % 70.46 % F
F201300045 Mg 3.10 % 1.78 % F

Total Samples Submitted: 3

Total Samples Failed: 2

Deficiency Rate: 66.67 %

Sample ID Component Code Guaranteed Found Status

Southern States Coop Inc - 6606 West Broad Street Richmond VA 23230 US

Ca 38.00 % 34.08 % F
F201300046 CCE 91.00 % 87.19 % F

CaCO3 95.00 % 85.12 % F

Total Samples Failed: 1

Total Samples Submitted: 1
Deficiency Rate: 100.00 %

Solu-Cal USA,LTD - P O Box 278 22 Cranberry Highway W Wareham MA 02576 US
Sample ID Component Code Guaranteed Found Status

MgO 6.00 % 4.28 % F
F201300036 Mg 3.60 % 2.58 % F

MgO 6.00 % 3.53 % F

Total Samples Failed: 2

Deficiency Rate: 50.00 %

Total Samples Submitted: 4

Rohrer's Quarry, Inc. - PO Box 365 Lititz PA 17543-0365 US
Sample ID Component Code Guaranteed Found Status


