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CaCO3 47.30 % 42.08 % F
F201100027 Ca 18.90 % 16.85 % F

Coolspring Stone Supply Inc - PO BOX 1328 Uniontown PA 15401 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Carmeuse Lime - 3 Clear Spring Rd Annville PA 17003 US
Sample ID Component Code Guaranteed Found Status

MgCO3 14.00 % 9.40 % F
MgO 6.70 % 4.48 % F

F201100026 Mg 4.00 % 2.70 % F

Deficiency Rate: 100.00 %

Total Samples Failed: 1

Total Samples Submitted: 1

Bioz Agri Products Inc - RR #1   9551-306 th  Ave S.40 C17 Oliver -Canada BC VOH 1TO CA
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 2

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Baker Mineral Products - 321 N Baker Rd Po Box 1189 York PA 17408-5820 US
Sample ID Component Code Guaranteed Found Status

60M 60.00 % 45.50 % F
F201100015 20M 90.00 % 72.32 % F

ENV 73.90 % 56.36 % F
100M 50.00 % 34.96 % F

60M 60.00 % 45.14 % F
F201100011 20M 90.00 % 77.12 % F

ENV 78.00 % 59.15 % F
100M 50.00 % 32.90 % F

F201100024 Mg 33.00 % 11.94 % F

100M 75.00 % 38.43 % F
ENV 95.00 % 59.74 % F

20M 100.00 % 77.06 % F
60M 85.00 % 49.36 % F

Deficiency Rate: 60.00 %

Total Samples Failed: 3

Total Samples Submitted: 5

Baker Lime - 320 North Baker Road York PA 17408 US
Sample ID Component Code Guaranteed Found Status
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F201100001 100M 97.80 % 95.04 % F

Total Samples Failed: 1

Total Samples Submitted: 1
Deficiency Rate: 100.00 %

HRI, Inc - 3485 W 4Th St Williamsport PA 17701-4104 US
Sample ID Component Code Guaranteed Found Status

F201100014 H2O 0.00 1.42 % F

Total Samples Failed: 1

Deficiency Rate: 100.00 %

Total Samples Submitted: 1

Gro Tec INC - Po Box 290 Madison GA 30650 US
Sample ID Component Code Guaranteed Found Status

100M 60.00 % 55.21 % F
60M 70.00 % 58.79 % F

60M 70.00 % 63.74 % F
F201100040 20M 90.00 % 70.80 % F

F201100018 20M 90.00 % 81.22 % F
F201100016 H2O 0.00 33.47 % F

F201100025 20M 90.00 % 66.92 % F
H2O 0.00 16.95 % F

Deficiency Rate: 66.67 %

Total Samples Failed: 4

Total Samples Submitted: 6

Graymont Pa Inc - 965 E College Ave Pleasant Gap PA 16823 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Glenn O. Hawbaker Inc - St Route 1002 Champlin Hill Rd Turtlepoint PA 16750 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Espoma Co., The - 6 Espoma Rd Millville NJ 08332 US
Sample ID Component Code Guaranteed Found Status

CCE 48.70 % 45.61 % F

Total Samples Failed: 1

Total Samples Submitted: 1
Deficiency Rate: 100.00 %

Coolspring Stone Supply Inc - PO BOX 1328 Uniontown PA 15401 US
Sample ID Component Code Guaranteed Found Status
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CaCO3 92.00 % 79.32 % F
CaO 51.50 % 44.44 % F

F201100033 Ca 36.80 % 31.76 % F

Oldcastle Lawn & Garden - Po Box 501418 Atlanta GA 31150-1418 US
Sample ID Component Code Guaranteed Found Status

F201100039 CCE 97.90 % 94.19 % F

Total Samples Failed: 1

Total Samples Submitted: 2
Deficiency Rate: 50.00 %

OLD CASTLE - Po Box 468567 Atlanta GA 31146-8567 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 3

Total Samples Failed: 0

Deficiency Rate: 0.00 %

New Enterprise Stone and Lime - 526 Ashcom Rd Everett PA 15537-6842 US
Sample ID Component Code Guaranteed Found Status

Deficiency Rate: 0.00 %

Total Samples Failed: 0

Total Samples Submitted: 1

National Limestone Quarry,inc - Box 397 Middleburg PA 17842 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Mineral Processing - 1855 Co Hwy 99 Carey OH 43316 US
Sample ID Component Code Guaranteed Found Status

F201100003 20M 97.00 % 93.37 % F

Total Samples Failed: 1

Total Samples Submitted: 2
Deficiency Rate: 50.00 %

Meckley's Limestone Products, - 1543 State Rt 225 Herndon PA 17830 US
Sample ID Component Code Guaranteed Found Status

F201100028 100M 93.00 % 90.86 % F

Total Samples Failed: 1

Total Samples Submitted: 1
Deficiency Rate: 100.00 %

Laminations Inc - Earthbox, Inc. 1350 Von Storch Ave Scranton PA 18509 US
Sample ID Component Code Guaranteed Found Status
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MgO 5.20 % 3.02 % F
Mg 3.10 % 1.82 % F

F201100036 MgCO3 11.00 % 6.34 % F

Total Samples Failed: 1

Deficiency Rate: 100.00 %

Total Samples Submitted: 1

Southern States Coop Inc - 6606 West Broad Street Richmond VA 23230 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Sample ID Component Code Guaranteed Found Status

Rohrer's Quarry, Inc. - Po Box 365 Lititz PA 17543-0365 US

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

P Stone Inc - 1430 Route 880 Hwy PO Box 254 Jersey Shore PA 17740 US
Sample ID Component Code Guaranteed Found Status

100M 98.00 % 94.64 % F
F201100037 Ca 34.03 % 30.26 % F

MgCO3 3.10 % 2.19 % F

F201100020 Mg 0.90 % 0.63 % F
MgO 1.50 % 1.04 % F

CaO 47.63 % 42.34 % F
CaCO3 85.00 % 75.58 % F

Deficiency Rate: 100.00 %

Total Samples Failed: 2

Total Samples Submitted: 2

Oldcastle Lawn & Garden - 550 S Biesecker Rd(trailer Bldg) Thomasville PA 17364 US
Sample ID Component Code Guaranteed Found Status

CCE 97.90 % 91.88 % F

Total Samples Failed: 1

Total Samples Submitted: 3
Deficiency Rate: 33.33 %

Oldcastle Lawn & Garden - Po Box 501418 Atlanta GA 31150-1418 US
Sample ID Component Code Guaranteed Found Status



Date Range: 7/1/2011 to 6/30/2012

Bureau of Plant Industry
Pennsylvania Department of Agriculture

Lime Laboratory Tests

4/2/2014 Page 5 of 5

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Western Reserve Farm Cooperative Inc - 225 E Main Street PO Box 1030 Andover OH 44003 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Vulcan Construction Materials LP - 875 Oxford Ave Hanover PA 17331-7743 US
Sample ID Component Code Guaranteed Found Status


