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Total Samples Submitted: 2

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Baker Mineral Products - 321 N Baker Rd Po Box 1189 York PA 17408-5820 US
Sample ID Component Code Guaranteed Found Status

ENV 78.00 % 54.32 % F
100M 50.00 % 31.06 % F
60M 60.00 % 41.52 % F

F201200065 H2O 0.00 13.18 % F
CCE 105.60 % 102.01 % F

F201200056 20M 90.00 % 85.88 % F

60M 60.00 % 40.56 % F
F201200002 20M 90.00 % 68.03 % F

100M 50.00 % 31.34 % F

F201200029 20M 90.00 % 68.67 % F
ENV 78.00 % 54.05 % F

Deficiency Rate: 50.00 %

Total Samples Submitted: 8

Total Samples Failed: 4

Baker Lime - 320 North Baker Road York PA 17408 US
Sample ID Component Code Guaranteed Found Status

F201200047 Ca 30.00 % 26.70 % F

Total Samples Failed: 1

Deficiency Rate: 50.00 %

Total Samples Submitted: 2

Andersons Lawn, Inc. - PO Box 119 Maumee OH 43537 US
Sample ID Component Code Guaranteed Found Status

F201200051 Ca 30.00 % 26.76 % F

Total Samples Failed: 1

Total Samples Submitted: 1
Deficiency Rate: 100.00 %

Andersons Lawn Fertilizer Division Inc - PO BOX 119 Maumee OH 43537 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Allegheny Mineral Corp - 133 Campground Rd Harrisville PA 16038 US
Sample ID Component Code Guaranteed Found Status
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F201200030 20M 90.00 % 78.20 % F

Total Samples Failed: 1

Total Samples Submitted: 1

Growmark FS LLC - 552 Feidler Rd Bellefonte PA 16823-7556 US
Sample ID Component Code Guaranteed Found Status

F201200024 H2O 0.00 25.22 % F

Total Samples Failed: 1

Total Samples Submitted: 1
Deficiency Rate: 100.00 %

Grey-Mont PA, Inc. - 965  E College Avenue Pleasant Gap PA 16823 US
Sample ID Component Code Guaranteed Found Status

60M 99.00 % 23.42 % F
F201200059 20M 100.00 % 75.86 % F
F201200050 20M 90.00 % 75.86 % F

H2O 0.00 20.76 % F
F201200060 20M 90.00 % 81.58 % F

100M 97.00 % 13.01 % F

MgO 0.60 % 0.53 % F

F201200025 H2O 0.00 22.03 % F
F201200042 20M 90.00 % 79.92 % F

Total Samples Submitted: 6

Total Samples Failed: 5

Deficiency Rate: 83.33 %

Graymont Pa Inc - 965 E College Ave Pleasant Gap PA 16823 US
Sample ID Component Code Guaranteed Found Status

F201200040 20M 100.00 % 97.73 % F

Total Samples Failed: 1

Total Samples Submitted: 1
Deficiency Rate: 100.00 %

Good Earth/dba/ Hoffman,A H - 5960 Broadway Po Box 290 Lancaster NY 14086-0290 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Eastern Industries Inc - Milroy - 475 Naginey Rd Milroy PA 17063-9025 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Eastern Industries Inc - Lewisburg - 230 Dale Quarry Rd Lewisburg PA 17837-7584 US
Sample ID Component Code Guaranteed Found Status
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Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

M & M Lime Co Inc - 215 Nichola Rd Worthington PA 16262 US
Sample ID Component Code Guaranteed Found Status

F201200058 100M 93.00 % 90.40 % F

Total Samples Failed: 1

Total Samples Submitted: 2
Deficiency Rate: 50.00 %

Laminations Inc - Earthbox, Inc. 1350 Von Storch Ave Scranton PA 18509 US
Sample ID Component Code Guaranteed Found Status

F201200016 100M 97.80 % 95.35 % F

Total Samples Failed: 1

Deficiency Rate: 100.00 %

Total Samples Submitted: 1

HRI, Inc - 3485 W 4Th St Williamsport PA 17701-4104 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Harsco Minerals - 359 N Pike Rd Sarver PA 16055-8633 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Growmark FS, LLC D/B/A Codorus Fertilizer Service - 4 Kraft Mill Rd Po Box 220 Codorus PA 
17311 US

Sample ID Component Code Guaranteed Found Status

100M 87.00 % 67.38 % F
ENV 91.00 % 79.28 % F

F201200028 20M 94.00 % 89.06 % F
60M 91.00 % 74.62 % F

Deficiency Rate: 100.00 %

Total Samples Failed: 1

Total Samples Submitted: 1

Growmark FS LLC - 1633 Curryville Road PO Box 125 Curryville PA 16631 US
Sample ID Component Code Guaranteed Found Status

Deficiency Rate: 100.00 %
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F201200003 CaO 35.00 % 30.75 % F

New Enterprise Stone and Lime - 526 Ashcom Rd Everett PA 15537-6842 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

National Limestone Quarry,inc - Box 397 Middleburg PA 17842 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Mineral Processing - 1855 Co Hwy 99 Carey OH 43316 US
Sample ID Component Code Guaranteed Found Status

F201200008 H2O 0.00 27.46 % F
20M 95.00 % 91.81 % F

Total Samples Submitted: 2

Total Samples Failed: 1

Deficiency Rate: 50.00 %

Mercer Lime Company - 560 Branchton Rd Slippery Rock PA 16057 US
Sample ID Component Code Guaranteed Found Status

Total Samples Failed: 0

Total Samples Submitted: 2
Deficiency Rate: 0.00 %

Meckley's Limestone Products, - 1543 State Rt 225 Herndon PA 17830 US
Sample ID Component Code Guaranteed Found Status

H2O 0.00 11.09 % F
F201200020 20M 90.00 % 76.34 % F

Total Samples Failed: 1

Deficiency Rate: 50.00 %

Total Samples Submitted: 2

Martin Limestone, Inc. - A Division of New Enterprise Stone & Lime Co, Inc PO Box 550 Blue Ball 
PA 17506 US

Sample ID Component Code Guaranteed Found Status

CCE 100.00 % 97.14 % F
F201200053 100M 75.00 % 71.35 % F

Total Samples Failed: 1

Deficiency Rate: 100.00 %

Total Samples Submitted: 1

Magnesita - 225 N Emigs Mill Rd York PA 17408 US
Sample ID Component Code Guaranteed Found Status
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Mg 32.91 % 10.67 % F
F201200011 Ca 56.13 % 19.86 % F

Quaker Sales Corp - 336 Shawna Rd Northern Cambria PA 15714-8503 US
Sample ID Component Code Guaranteed Found Status

20M 80.00 % 74.77 % F
F201200017 Mg 0.60 % 0.51 % F

Deficiency Rate: 100.00 %

Total Samples Submitted: 1

Total Samples Failed: 1

P Stone Inc - 1430 Route 880 Hwy PO Box 254 Jersey Shore PA 17740 US
Sample ID Component Code Guaranteed Found Status

F201200052 CCE 102.00 % 99.30 % F
CCE 97.90 % 95.20 % F

F201200063 CCE 97.90 % 92.79 % F
F201200061 CCE 97.10 % 92.56 % F

MgCO3 10.00 % 6.48 % F
MgO 4.80 % 3.08 % F

100M 40.00 % 29.02 % F
60M 50.00 % 40.29 % F

F201200038 Mg 2.90 % 1.86 % F

CaCO3 92.00 % 75.98 % F
100M 80.00 % 77.10 % F

F201200039 Ca 36.80 % 30.42 % F
CaO 51.50 % 42.56 % F

Total Samples Submitted: 7

Total Samples Failed: 5

Deficiency Rate: 71.43 %

Oldcastle Lawn & Garden - Po Box 501418 Atlanta GA 31150-1418 US
Sample ID Component Code Guaranteed Found Status

Total Samples Submitted: 3

Total Samples Failed: 0

Deficiency Rate: 0.00 %

OLD CASTLE - Po Box 468567 Atlanta GA 31146-8567 US
Sample ID Component Code Guaranteed Found Status

Ca 25.00 % 21.98 % F

Total Samples Failed: 1

Total Samples Submitted: 2
Deficiency Rate: 50.00 %

New Enterprise Stone and Lime - 526 Ashcom Rd Everett PA 15537-6842 US
Sample ID Component Code Guaranteed Found Status
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Total Samples Submitted: 1

Total Samples Failed: 0

Deficiency Rate: 0.00 %

Vulcan Construction Materials LP - 875 Oxford Ave Hanover PA 17331-7743 US
Sample ID Component Code Guaranteed Found Status

F201200064 Mg 3.10 % 2.15 % F

MgCO3 11.00 % 7.49 % F
MgO 5.20 % 3.56 % F

F201200037 MgCO3 11.00 % 8.43 % F
Mg 3.10 % 2.42 % F

MgO 5.20 % 4.01 % F

Deficiency Rate: 66.67 %

Total Samples Failed: 2

Total Samples Submitted: 3

Southern States Coop Inc - 6606 West Broad Street Richmond VA 23230 US
Sample ID Component Code Guaranteed Found Status

F201200043 Mg 3.60 % 2.88 % F
MgO 6.00 % 4.78 % F

Total Samples Submitted: 1

Total Samples Failed: 1

Deficiency Rate: 100.00 %

Rohrer's Quarry, Inc. - Po Box 365 Lititz PA 17543-0365 US
Sample ID Component Code Guaranteed Found Status

100M 35.00 % 2.05 % F
60M 50.00 % 2.18 % F

F201200054 20M 90.00 % 7.23 % F

Deficiency Rate: 100.00 %

Total Samples Failed: 1

Total Samples Submitted: 1

Rockydale Quarries Corp. - 5925 Stankey Road PO Box 8425 Roanoke VA 24014 US
Sample ID Component Code Guaranteed Found Status

CaO 31.45 % 27.79 % F

Total Samples Failed: 1

Total Samples Submitted: 1
Deficiency Rate: 100.00 %

Quaker Sales Corp - 336 Shawna Rd Northern Cambria PA 15714-8503 US
Sample ID Component Code Guaranteed Found Status
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Total Samples Submitted: 2
Deficiency Rate: 0.00 %

Total Samples Failed: 0

Western Reserve Farm Cooperative Inc - 225 E Main Street PO Box 1030 Andover OH 44003 US
Sample ID Component Code Guaranteed Found Status


